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CURRENCY (VIKING HERITAGE) CROWN COIN NO.3
DETERMINATION 2018

Coming into Operation in accordance with Article 2

The Treasury makes the following Order under section 5(3) and 6 of the Currency Act
1992.

1 Title

This Determination is the Currency (Viking Heritage) Crown Coin No.3
Determination 2018.

2 Commencement

This Determination comes into operation on the day after it is made.

3 Interpretation

In this Determination "Viking Heritage Crown" means any coin that-

(@) bears on the reverse the word "Crown" or (in the case of a coin which is
denominated as more than 1 Crown) "Crowns";
(b) conforms to the requirements of Articles 4 to 7; and
() is issued to celebrate the Viking Heritage Collection on the Isle of Man
2018.
4 Denominations of Viking Heritage Crown coins

The permissible denominations of a Viking Heritage Crown coins are those
shown in column 1 of the Schedule.

5 Face value of the Viking Heritage Crown coin

1) The face value of a Viking Heritage Crown coin of 1 Crown
denomination is 5 pounds.

) The face value of other Viking Heritage Crown coins -

(a) whose denomination is expressed as a fraction or a multiple of 1
Crown shall be 5 pounds divided or multiplied (as the case
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Article 6 Currency (Viking Heritage) Crown Coin No.3 Determination 2018

requires) by the fraction or multiplier shown on the reverse of
the coin; and

(b) in any other case shall be the denomination expressed on the
reverse of the coin.

6 Denominations of Viking Heritage Crown coins

The permissible denominations of Viking Heritage Crown coins are those
shown in column 1 of the Schedule.

7 Design of the Viking Heritage Crown coins

@M The obverse of the Viking Heritage Crown coins shall bear -

@ The effigy of Her Majesty produced by Jody Clark for use on the
coinage of the Crown Dependencies and the countries of the
Commonwealth; and

(b) the inscription "QUEEN ELIZABETH 1 e ISLE OF MAN" and the
year of issue as shown in Figure 1

Figure 1

@ The reverse designs of a Viking Heritage Crown features -
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Currency (Viking Heritage) Crown Coin No.3 Determination 2018 Article 7

(a) the raid on Lindisfarne in AD 793", as shown in Figure 2; or

Figure 2

(b) Leif Erikson as shown in Figure 3.
Figure 3

@ \O1 Page 3



Article 7 Currency (Viking Heritage) Crown Coin No.3 Determination 2018

© Rollo, Duke of Normandy as shown in Figure 4.
Figure 4

d Eric 13loodaxe as shown in Figure 5.
Figure 5
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Article 7

(e the Viking god Odin and his ravens as shown in Figure 6

Figure 6

® the battle of Nesjar on 25 MARCH 1016 as shown in Figure 7.
Figure 7
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Article 8 Currency (Viking Heritage) Crown Coin No.3 Determination 2018

@) the "Binding of Fenrir" as shown in Figure 8

Figure 8

(3) Each coin will be circular with a milled edge.

8 Weight, composition, dimension and amount of tolerance and variation
of the Viking Heritage Crown coins

(1)  The Schedule specifies the weight, composition and dimensions of the
Viking Heritage Crown coin and the amount of tolerance allowed, but
subject to paragraph (2).

() Despite any other provision of this Determination, a Viking Heritage
Crown coin (of any permitted denomination) that otherwise conforms to
the provisions specified in The Schedule may be minted at double the
weight shown in column 7 of Schedule 1 as a piedfort.

9 Saving

Nothing in this Determination affects the continuing validity of the Currency
(Viking Heritage) Crown Determination 2017 or the Currency (Viking Heritage)
Crown No. 2 Determination 2017.
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Currency (Viking Heritage) Crown Coin No.3 Determination 2018 Article 9

MADE 14 February 2018

Signed by authority of the Minister for the Treasury

R W HENDERSON
Member of the Treasury
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SCHEDULE

OF TOLERANCE ALLOWED

SCHEDULE

Articles 4 and 7
WEIGHT, COMPOSITION AND DIMENSIONS OF COINS AND THE AMOUNT

Denomination Metal Composition Finish Ad.dltlonal' Size Weight Remedy Rim Finish
Design Detail (mm) (Grams) (Grams)
One Crown Tombak / . Standard Silver Milled/
(High Relief) Ag Plated s SemiasTant Finish S 326 £.652 Interrupted
One Crown Tombak / ) Milled/
(High Relief) Ag Plated Cu85/Zn15 Semi Proof Fully Plated 38.6 326 0.652 Interrupted
One Crown Tombak / . 3 . Milled/
(High Relief) Ag Plated Cu85/Zn15 Semi Proof Selective Plating 386 326 0,652 Interrupted
Milled
One Crown Silver 999/I000Ag | Proof None 386 2828 0.055 Mgy
Interrupted
One Crown Silver 999/1000 Ag Proof Fully Plated 38.6 28.28 0.055 M=l
J ’ ’ ! Interrupted
. . . Milled/
One Crown Silver 999/I000Ag Proof Selective Plating 386 28.28 0.055 Y
Interru pied
Ten Pounds Silver 999/I000Ag | Proof None & 155.53 3.11 Billed/
Interrupted
. Milled/
Ten Pounds Silver 999/1000 Ag Proof Fully Plated 3] 155.53 381! Interrupted
Ten Pounds Gold 999/I000Au | Proof None & 155.53 23 Milled/
Interrupted
Ten Pounds Gold 999/1000 Au | Proof None 17.95 3112 0.0055 halited/
= Interrupted
Double Crown Gold 999/1000Au | Proof None » 0 0.25 MfliEd/
Interrupted
Double Crown Gold 585/I000Au Proof None 2% 10 0.25 Milleq
Interrupted
Double Crown Gold 375/1000 Au Proof None % 10 0.25 Milled/
Interrupted
1/10 Crown 24ct Gold 999/1000 Au Proof None 17.95 3142 0.0389 Milled
1/10 Crown 24ct Gold 999/1000 Au Proof Selective Plating 17.95 3.112 0.0389 Milled
1/4 Crown 24ct Gold 999/I000Au Proof None 22.05 7.78 0.0973 Milled
1/4 Crown 24ct Gold 999/I000Au Proof Selective Plating 22.05 7.78 0.0973 Milled
1/2 Crown 24ct Gold 999/1000 Au Proof None 32.25 15.55 0.1944 Milled
1/2 Crown 24ct Gold 999/I0DOAuU Proof Selective Plating 32.25 15.55 0.1944 Milled
One Crown 24ct Gold 999/1000 Au Proof None 32.7 31.103 0.3888 Milled
One Crown 24ct Gold 999/I000Au Proof Selective Plating 32.7 31.103 0.3888 Milled
One Crown 24ct Gold 999/I000AuU Proof None 386 31.103 0.3888 Milled
One Crown 24ct Gold 999/I000Au Proof Selective Plating 386 31.103 0.3888 Milled
Si”:dg:‘”" 22t Gold | 925/1000 Au | Proof None 386 56.56 0.8484 Milled
One Ci
Pi”ezforr‘t"”” 22ct Gold | 925/1000 Au | Proof Selective Plating 386 56.56 0.8484 Milled
Cre Gl 2ct Gold | 999/1000 Au | Proof None 386 62.207 0.8484 Milled
Piedfort
One C
Pir::ﬁo:ct)wn 2ct Gold | 999/1000 Au | Proof Selective Plating 386 62.207 0.8484 Milled
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